SUPPLEMENTAL SPECI FI CATI ONS
| NDI ANA DEPARTMENT OF TRANSPORTATI ON
1999 STANDARD SPECI FI CATI ONS

REVI SI ON TO 1999 STANDARD SPECI FI CATI ONS

SECTION 901, BEG N LINE 174, DELETE AS FOLLOAS:
On days when fly ash is being accumulated for use as a pozzolan, the supplier

shall obtain a minimum of one sample per day and furnish test results for moisture
content, loss on |gn|t|on su#uptneaqde and 45 m (No 325) sieve residue for each
sample. . ) )

week:

SECTI ON 901, BEGI N LI NE 328, DELETE AND | NSERT AS FOLLOWS:
901.04 Microsilica Silica Fume Used As a Pozzolanic Mineral Admixture.

(@) General. Microsilica Silica fume will be accepted from one of the
suppliers on the
Department's list of approved pozzolanic suppliers. Micrositica Silica fume from more
than one of
these suppliers shall not be mixed or used alternately in the same construction unless
authorized in writing. Mieresilica Silica fume will be subject to random assurance
sampling and
testing by the Department. Failure of the random samples to meet the specified
requirements will be cause for suspension of the wmiecrosihiea silica fume supplier's
approval.

(b) Acceptance Criteria. Acceptance of mierosilica silica fume will be based
on the
manufacturer’s documented ability to consistently furnish material in accordance with
the specified requirements.

1. Requirements. The microsihea silica fume shall be in accordance with
AASHTO M 307. with-the-following-exceptions:

2. Frequency of Testing.

a. The manufacturer shall obtain a minimum of one sample per—day
or—one-sample for each 400 Mg (400 F t) of material produced;

whichever—is—most—freguent. Test results for fineness; moisture
content, speciie-gravity; and loss on ignition, and-sedndness shall

be
furnished for each sample.
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b.

For each 2000 Mg (2000 F t) produced, a complete AASHTO M
307 analysis shall be performed on a sample composed randomly
from daily samples. The method of randomization shall be subject
to approval by the Department. The optional chemical and
physical requirements identified in AASHTO M 307 shall be
reported in addition to the standard chemical and physical
requirements.

3. Test and Calibration Procedure. The minimum  frequencies for
calibration of test equipment shall be as follows:.

b a.

& b.

dc.

ed.

| - i b whic et
The analytical balances and scales shall be calibrated annually.

The concrete compression machine shall be calibrated
annually.

The Blaine apparatus shall be calibrated annually.

All instrumentation used for rapid chemical analysis shall be in
accordance with AASHTO T 105.

4. Documentation. Mierosihica Silica fume suppliers requesting approval

shall supply

the following to the Materials and Tests Division:

a.

d.

For initial approval, a current Material Safety Data Sheet and a
summary of results for all specified tests for six consecutive
months shall be submitted. No test results shall be more than one
year old at the time of the request.

To maintain approval, a summary of results for all specified tests

shall be submitted monthly. Fhe—resulis—ofdailytests—shall-be
ilablo | lon! ori I King | .
A quality control program which ensures the Department a
continuous supply of mieresilica silica fume complying with the
material

requirements and calibration procedures shall be submitted. This

program will be reviewed by the Materials and Tests Division to
determine its adequacy.

Certification:
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(1) For approval, the supplier shall furnish a certification
indicating the name, location, and type of manufacturing
facility, which includes the metallurgical process and furnace.
It shall state that the microsiica silica fume shipped for use on
Department projects will be produced under appropriate
quality control and shall be in accordance with the specified
requirements. A sample certification is set out in ITM 804.

(2) For certification of test reports, the results generated in
accordance with 901.04(b) shall be summarized and submitted
monthly. The reports shall state the name and location of the
testing facility, and shall be signed by the chemist or technical
manager. This certification shall also identify the concrete
plants receiving micresilica silica fume represented by these
results.

SECTI ON 904, BEGI N LINE 62, DELETE AND | NSERT AS FOLLOWS:
Fine Aggregate Angularity, Method A................... AASHTO P33 T 304

SECTI ON 904, AFTER LINE 121, | NSERT AS FOLLOWS:
Specific Gravity and Absorption, Fine Aggregate................ AASHTO T 84

SECTI ON 904, BEG N LI NE 285, DELETE AND | NSERT AS FOLLOWS:
(d) Surface Aggregate Requirements. The surface aggregate selection shall
be based on the ESAL loadings for the project as following:

COARSE AGGREGATE TYPES FOR HMA SURFACE MIXTURES

(Note 1)
Coarse Aggregate Type Traffic ESAL
<< 1,000,000 << 3,000,000 = 3,000,000
Air-Cooled Blast Furnace Slag Yes Yes Yes
Steel Furnace Slag Yes Yes Yes
Sandstone Yes Yes Yes
Crushed Dolomite Yes Yes Note % 2
Crushed Stone Yes No No
Gravel Yes No No

Note 1. Coarse aggregate for HMA shoulder surface mixtures may be any of the coarse aggregate types.
Note: 12.Dolomi 6 oW g andstone. A maximum of 50% of coarse
aggregate may be dolomlte
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SECTI ON 904, BEG N LI NE 290p DELETE AND | NSERT AS FOLLOWS:

75 =m (No. 200)(2) 5.0-10.0 5.0-10-0
12.0
Decant Conc’® 0-1.5 0-1.5 0-1.5 0-1.5 0-1.5
Other 0-1.0 0-2.5 0-2.5 0-3.0 0-2.5 0-2.5 0-2.0 0-2.5
NOTES: 1. The fraction passing the 75 Fm (No. 200) sieve shall not exceed 2/3 the fraction passing the 600 Fm (No. 30) sieve. The liquid limit shall not exceed
25 (35 if slag) and the plasticity index shall not exceed 5 The I|qU|d Ilmlt shall be determlned in accordance Wlth AASHTO T 89 and the plast|C|ty
mdex in accordance with AASHTO T 90 e ‘ pecified materials—are o-be-surfaced aled—und
2. Includes the total amount passmg the 75 Fm (No 200) sieve as determmed by AASHTO T 11 and T 27
3. When the material is stone or slag, the decant may be 0 to 2.5.
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SECTI ON 904, LINE 337, DELETE AS FOLLOWS:
1. The size of test samples for coarse aggregate shall be as follows:

SECTI ON 904, DELETE LI NES 351 THROUGH 355.

SECTI ON 906, BEG N LI NE 40, DELETE AND | NSERT AS FOLLOWS:

furnished-to-the contract—Each-lot of the The sealant shall be delivered in containers

plainly

marked with manufacturer's name or trade mark-—et-number—and-dateof manufacture-
he_basic_of 11 bet : s cortification.

SECTI ON 906, BEG N LINE 107, DELETE AND | NSERT AS FOLLOWS:
(b) Detail Requirements.

1. When applied in a layer 1 mm (1/16 in.) to 3 mm (1/8 in.) thick on
a
tinned metal panel and cured at room temperature for 24 h, the
bituminous mastic pipe joint sealer shall set to a tough plastic
coating free from blisters.

Min. Max.
2. Grease cone penetration unworked, 150 g,
25EC, 5 5, ASTM D 217, mm/10 ......cccevvvnennen.. 125 225
3. Non-Volatile, 10 g, 105E C-110EC, 24 h, %....... 75
4. Ash, by ignition, %......cccceeieiiiiiiiiee, 15 45
5. Flash Point (ASTM D 92), EC (EF)......ccvuueunennen £38) (100)
6. Fire Point (ASTM D 92), EC (EF)...ccccvveeennen... {66) (150)

SECTI ON 909, BEG N LI NE 681, DELETE AND | NSERT AS FOLLOWS:

909.07 Miscellaneous-Paints-and-Ingredients Blank.

SECTI ON 909, DELETE LINES 682 THROUGH 688.

SECTI ON 910, BEG N LI NE 840, DELETE AND | NSERT AS FOLLOWS:
250 (ASTM A 709 grade 36) Fuse pIates shaII be in accordance with the reqwrements of

(ASTM A 36) and shaII be
galvanized in accordance with ASTM A 123. All bolts, nuts, and washers shall be high

SECTI ON 910, BEG N LI NE 859, DELETE AND | NSERT AS FOLLOWS:
(e) Square Steel Posts. Square steel sign post shall be covered by the type of

certification specified in the Frequency Manual and A-type-C-certification-shall-be

reguired in accordance
with 916.
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SECTI ON 910, AFTER LI NE 874, DELETE AND | NSERT AS FOLLOWS:

c. ASTM A 653, cold rolled high strength steel, 1.90 mm (0.75 in.)
with minimum vyield strength of 414 MPa (60,000 psi). The ultimate
tensile strength shall not exceed 550 MPa (79,800 psi) or have an
elongation measured over 50 mm (2 in.) greater than 20%. This
requirement shall apply to the 50 mm x 50 mm (2 in. X 2 in.) size
posts only.

Yield strengths and chemical composition shall be determined from the three
latest test results performed by the steel manufacturer. These test results may not be
determined on materials from which the delivered posts were made. However, the tests
shall have been performed within 90 days of shipment. The certification shall include
the range of test results and the section modulus value in accordance with 910.14(a)3.

2. Fabrication. The posts shall be corner welded and scarfed as necessary
to allow sections to telescope within each other. The finished posts shall be machine
straightened and have a smooth uniform finish free from cracks, flaws, injurious seams,
laps, blisters, and edges which are ragged, sharp, and imperfect, or other defects
affecting their strength, durability, or appearance. The maximum variation in
straightness shall be no more than 6.3 mm (1/4 in.) in any 1.52 m (5 ft.) of length. Cut
holes or knockout holes of 11 mm
(7/16 in.) diameter shall be spaced on 25 mm (1 in.) centers, on the centerlines of all four
sides in true alignment, and opposite to each other for back to back applications. All
holes and sheared ends shall be free from burrs.

3. Protective Coating. The protective coating shall be applied using one of
the following:

aeeepdanee—m%h—ASIM—A%Q—S— Before fabrlcatlon both 5|des of
the rolled sheet steel shall be galvanized in accordance with
ASTM A 653M, coating designation Z 275 (ASTM A 653,
coating designation G 90).

b. After fabrication, a triple coating system with—a—zinc—coating on
the outside of the posts consisting of galvanizing with zinc which

isin
accordance with AASHTO M 120, weighing 190-mL/m?
183 = 46 g/m® (0.60 = 0.15 0z/ft?) shal-be-applied-to-theoutside

of-thepest;

followed by a chromate conversion coating ef—0-02—Fg/mm®
weighing 0.02 # 0.006 g/m* (15 = 5

micrograms—per Fg/in.?) and a clear organic exterior coating ef-5
g with a dry film thickness of 5 & 2.5 um

(0.2 = 0.1 mil). The interior surface of the posts shall receive a
double in-line

application of a full zinc based rich organic coating e£30—pm with
a total dry film thickness of 30 = 15 um
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920

(1.2 = 0.6 mil). Such—interior—coating—shall—be—tested—in
accordanee

with-ASTM-B-117. The dried zinc rich organic coating film shall
contain a minimum of 77% total zinc. Samples from the posts
which use these protective coatings shall be exposed to salt fog
testing in accordance with ASTM B 117 for a total of 500 h. The
samples shall be examined at both 100 and 500 h of salt fog
testing and rated for corrosion. At 100 h the corrosion rating shall
be a minimum of 9 and at 500 h the corrosion rating shall be a
minimum of 6 when determined in accordance with ASTM D
1654.

(f) Portable Construction Sign Trailer. The portable construction sign trailer,
not including the signs and lights, shall weigh no more than 140 kg (300 Ib) and shall
not be fabricated with heavier than 75 x 75 mm (3 x 3 in.) angles, 63 mm (2 %2 in.)
pipe, or 75 x 50 mm (3 x 2 in.) rectangular tubing. The rim size of the wheels shall not
exceed 300 mm (12 in.). Axle assemblies with differential housings shall not be used.

SECTI ON 910, BEG N LI NE 919, DELETE AND | NSERT AS FOLLOWS:

tolerances. # The sample shall withstand being bent cold through an angle of 180
degrees flat upon

itself, without failure of the outside of the bent portion. The type of certification for
copper flashing will be covered by the Frequency Manual and shall be in accordance
with 916.

SECTI ON 910, LINE 1225, DELETE AND | NSERT AS FOLLOWS:
910.20 Blank Steel Bridge Railing Components. Materials for steel bridge
railing components shall be in accordance with the following.
(@) Railing tubing shall be in accordance with ASTM A 500, Grade B.

(b) Posts, connection plates, splice bars, base plates, and anchor channel bars
shall be in accordance with ASTM A 36M (ASTM A 36).

(c) Steel bolts, nuts, and cap screws shall be in accordance with ASTM A 307.

(d) Railing end caps shall be steel castings in accordance with ASTM A 27M,
grade 485-250 (ASTM A 27, grade 70-36).

(e) Threaded rods, nuts, and washers shall be in accordance with AASHTO
M 164.

(f) Steel washers shall be standard round cut or lock washers, as shown on the
plans.
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(h)

(i)

)

SECTI ON 912,

Cap screws shall be stainless steel in accordance with ASTM A 276, type
304, 305, or 430.

Anchor bolts shall be stainless steel in accordance with ASTM A 276, type
305 or 430. However, they shall have a minimum ultimate strength of 690
MPa (100 ksi). Threads may be cut or rolled.

Railing tubing, posts, connection plates, splice bars, base plates, anchor
channel bars, and railing end caps shall be galvanized after fabrication in
accordance with AASHTO M 111.

Bolts, nuts, cap screws, washers, and lock washers shall be galvanized
after fabrication in accordance with AASHTO M 232.

Anchor bolts furnished under this specification shall be covered by a type
A certification in accordance with 916. All other components furnished
under this specification shall be covered by a type C certification in
accordance with 916.

AFTER LI NE 24, | NSERT AS FOLLOWG:

(P Polyethylene Film The sheeting shall be in accordance with AASHTO

M 171.

SECTI ON 912,

SECTI ON 912,

SECTI ON 912,

LI NE 130, DELETE AND | NSERT AS FOLLOWS:
2. For type A, B, C, D, and E, F, and G admixtures, the certification
shall:

DELETE LI NES 194 THROUGH 230.

BEG N LI NE 232, DELETE AND | NSERT AS FOLLOWS:

5 4. The tests shall be performed by a recognized laboratory which is a
state highway agency testing laboratory, or a cement or concrete
laboratory regularly inspected by the CCRL. Proof of such
inspection shall be furnished on request. The test report shall be
dated to establish when the testing was started. Test reports shall not
be more than five years old on
January 1 of the approval year will-be-tnaceceptable. New submittals
of AASHTO M 194 test reports more than five years old will be
accepted, if all subsequent five year limited retest reports, are
submitted. Subsequent limited retest results shall comply with the
dating and age requirements specified above and shall include the
following AASHTO M 194 tests as a minimum requirement for
compliance.
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a. infrared analysis, residue by oven drying, and specific gravity;

b. water content and time of setting as referenced in AASHTO
M 194;

c. flexural strength at three, seven, and 28 days;

d. relative durability.

SECTI ON 912, LINE 245, DELETE AS FOLLOAS:
been submitted. When the initially submitted cemplete test results are more than five
years old as specified above, a complete certification with new limited retest results

shaII be requwed Ihese—hm#ed—petest—msems—smu—eemplquh%e—danng—and—age

SECTI ON 912, DELETE LI NES 274 THROUGH 276.

SECTI ON 913, BEG N LINE 31, DELETE AND | NSERT AS FOLLOWS:

913.04 Hydrated Lime. Hydrated Lime shall be in-accordance-with-ASTM-C207;
Fype-N a hydrated lime when used in masonry or a hydrated lime, quicklime or lime
by-product when used for soil modification.

(a) Hydrated Lime for Masonry Hydrated lime used in masonry shall be in
accordance with ASTM C 207, Type N.

(b) Lime for Soil Modification

1. Hydrated Lime and Quicklime. Hydrated lime and quicklime shall be
in accordance with AASHTO M 216.

2. Lime By-Products. Lime by-products shall be hydrated lime or

quicklime by-products in accordance with ASTM C 25 having the following
requirements:
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a. The lime by-products shall contain a minimum of 60% total
available calcium and magnesium oxides (non-volatile basis).

b. Available calcium hydroxide plus magnesium oxide calculated as
calcium hydroxide shall be a minimum of 30%.

c. Sieve analysis shall be performed in accordance with ASTM C
110. The lime by-products gradation shall be as follows:

Sieve % Passing
4.75 mm (No. 4) 95-100
600 um (No. 30) 90-95
150 pm (No. 100) 70-80

SECTI ON 913, BEG N LI NE 1574, DELETE AND | NSERT AS FOLLOWS:

913.12 Construction Warning Lights. Construction warning lights shall be
self-illuminated by means of an electric lamp behind the lens. Types A and C shall also
be externally illuminated by reflex-reflective elements built into the lens o enable it to
be seen by the light from the headlights of oncoming traffic.

The batteries shall be entirely enclosed in a case. The case shall be secured by a
locking device which can be opened with a special tool.

-910-



{¢) (a) Flash Requirements.

1. Flash Rate. The light from types A and B shall have a flash rate of 65
"* 10 pulsations per minute from -29eC (-20EF) to + 66EC (150EF)—+egardless-ofpower

souree

2. On-Time. On-time is defined as the period of the flash when
instantaneous intensity is equal to or greater than the effective intensity as specified in
913.12(b)1.

b a. Type A. The light shall have an on-time of no less than 10% of

the flash cycle.

€ b. Type B. The light shall have an on-time of no less than 8% of the
flash cycle.

{d)(b) Optical Requirements.

1. Effective Intensity. The light beam projected upon a surface
perpendicular to the axis of the light beam shall produce a lighted area within the solid
angle bounded by the two vertical planes nine degrees from the vertical plane through
the axis of the optical system and two planes five degrees above and below the
horizontal plane through the optical axis of the system.

For type A, the effective intensity shall not drop below 4.0 cd @.0 candles)
within the area specified herein during the first 336 h of continuous flashing.

For type B, the effective intensity shall not drop below 35 cd (35 candles) within
the area specified herein during the first 168 h of continuous flashing.

For type C, the beam—candle—power effective intensity shall not drop below
2.0 cd (2.0 candles) within the

area specified herein during the first 168 h of continuous burning.
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2. Lens Illumination. The illuminated lens shall be uniformly bright in
appearance over its entire illuminated surface when viewed from any point within the

angle defined in 932-22(c}* 913.12(b).

3. Reflex-Reflective Performance. For types A and C the specific
intensity of the lens when acting as a reflex-reflector at an observation angle of 0.2 of a
degree shall be no less than the following:

Specific Intensity
Entrance Angle Candelas per lux
(degrees) (Candles per Footcandle)
0 1.67 (18)
10 1.40 (14)
20 0.65 (7)

4. Testing Procedure. The effective intensity of types A and B lights
shall be calculated using the Guide for Calculating the Effective Intensity of flashing
Signal Lights as approved by the Illuminating Engineering Society, June, 1961. The
intensity of the type C light shall be tested in accordance with SAE Standard J 575d,
Lighting Equipment and Photometric Tests. Reflex-reflection shall be tested in
accordance with SAE Standard J 594d.

{e)(c) Lens Requirements.

1. Size of Lens. The lens shall be no less than 175 mm (7 in.) in
diameter including for types—A—and—C a reflex-reflector ring of 13 mm (1/2 in.)
minimum width around the periphery for types A and C.

2. Number-of Directional Lenses. Unless otherwise directed, types A, B,
and C shall have uni-directional lenses.

3. Lens Chromaticity. If the light uses an incandescent lamp, the
chromaticity of the lens color shall be defined by the tri-stimulus coordinates of the
Commission International d'Eclairage Standards. When tested with illuminants from
2856 K to 2366 K, the lens color shall fall within the area of the chromaticity diagram
in accordance with the 1931 Commission International d*Eclairage Standard Observer
as defined by the following coordinates:

X Y 4
0.543 0.452 0.005
0.548 0.452 0.000
0.584 0.411 0.005
0.589 0.411 0.000
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If the light uses other than an incandescent lamp, the light output shall be in the
same range as the light obtained with the incandescent lamp and the specific lens.

4. Lens Luminous Transmittance. The minimum relative luminous
transmittance of the lens with illuminant at 2856 K shall be 0.440.

5. Lens Material. The lens shall be plastic of one piece construction—Fhe
lens—material and shall meet the test requirements in accordance with SAE J 576b,
except that
the exposure time and condition, paragraph 3.4.3, for the purposes of this standard
shall be one year.

{H(d) Head and Heusing Case.

1. Swivel Head. If swivel capabilities as described herein are not
incorporated in the device used to mount a type A or C light on a barricade or sign, the
head shall be mounted on the housing in a manner permitting it to be swiveled through
a minimum 90 degrees arc in a horizontal plane. If swiveling is accomplished by
rotation of the head, construction shall be such that the head rotation will shall not
damage the wiring.

3--Weatherproofing 2. Case. The case shall be so constructed and closed
as to exclude moisture that would affect the specified operation of the light. The case
shall have a weephole to allow the escape of moisture from condensation.

{g)(e) Photoelectric Controls. Photoelectric controls, if provided on types A

orC
lights, shall keep the light operating whenever the ambient light falls below 215 lux
(20 footcandles).

SECTI ON 913, DELETE LINES 1724 THROUGH 1729.
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SECTI ON 913, AFTER LI NE 1730, | NSERT AS FOLLOWS:

An indicator light shall be provided on the back of the sign to provide
confirmation that the flashing arrow sign is operating. The indicator light shall be
visible for 150 m (500 ft).

(a) Solar Powered. Solar power assisted units shall incorporate a target sight
device and leveling mechanism to aid the user for positioning of the unit prior to use.
The device shall be attached to the elevated portion of the flashing arrow sign and not
to the fixed support frame.

The lamps shall be electronically operated by means of a solid state controller.
An automatic lamp intensity regulator shall hold the lamp output constant with varying
battery voltage. The control system shall incorporate a full time tracking system
designed to track ambient light for 24 h a day. The control system shall adjust lamp
intensity to provide maximum system efficiency. The controller shall be in a
weatherproof, ventilated, lockable enclosure.

The lamps shall provide amber beams with a minimum of a 20E horizontal and
6E vertical field of view. The minimum effective luminance within the required beam
shall not be less than one half the effective luminance at the beam center.

The battery bank shall consist of 12 v, deep cycle, batteries. The battery bank
shall be of sufficient capacity to power the unit for 15 days with no assistance from the
sun. A battery condition indicator and a test switch shall be provided to monitor the
system's battery charge. The batteries shall be secured in a well-ventilated,
weatherproof lockable housing. A low battery charge indicator which shall be visible to
maintenance personnel driving past the sign shall be provided to indicate the need to
recharge the batteries. The battery bank shall be at full charge when delivered to the
project site.

The unit shall be equipped with a sign/solar panel lifting mechanism. The lifting
mechanism shall be designed to safely carry the capacity of the sign’s load. The lifting
mechanism shall incorporate a positive locking device to secure the panel in a raised or
lowered position.

Solar power assisted flashing arrow signs to be used shall be selected from the
Department's list of Approved Solar Power Traffic Control Devices.

(b) Diesel Powered. Flashing arrow sign shall be fueled by diesel fuel only.

(c) AC Powered. When connected to an AC electrical power source,
provisions shall be made to prevent electrocution.
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FLASHING ARROW SIGN GENERAL SPECIFICATIONS

TYPE A TYPE B TYPE C SOLAR POWER ASSISTED
Minimum Board Size 0.6 m (2 ft) high x 1.2 m (4 ft) wide** See Note | 1.2 m (4 ft) high x 2.4 m (8 ft) wide 1.2 m (4 ft) high x 2.4 m (8 ft) wide
Below

Minimum No. of Lamps
Flashing Arrow
Flashing Double Arrow
Sequential Chevron
(3 Heads Minimum)

5in head, 5 in shaft”
5 in head, 4 in shaft”
5 in head

Same as Type A

5 in head, 5 in shaft"
5 in head, 3 in shaft”
7 in shaft

Lamp Type Sealed Beam - 12.8 V, not to exceed 3 A Sealed beam - 12.8 V, not to exceed 3 A
Ave. rated life - 300 h. Min. Average rated life - 300 h Min.
Candlepower - 1000 cd (1000 candles) Min. Same as Type A Candlepower - 600 cd (600 candles) at normal voltage and
9700 cd (9700 candles) Max. $ 250 cd (250 candles) at low voltage
Lens Color Amber Amber Amber
Board Color Flat Black Flat Black Flat Black
Flashing Rate 30-50 F.P.M. 30-50 F.P.M. 25-40 F.P.M.

(50% on time)

(50 % on time)

(50% on time)

Message (Left or Right)

Flashing Arrow, Flashing
Double Arrow, or Sequential Chevron

Flashing Arrow, Flashing Double
Arrow

Flashing Arrow, Flashing Double Arrow, or Warning Bar

Minimum mounting height

(to bottom of board)

2.1m (7 fo)

2.1m (7 o)

2.1m (7 fo)

Where Permitted

Where normal speed limit is less than 40 mph

All rural & urban locations

Stationary Operations
Tangent Sections (See 801.13(a))

Required Minimum
Visibility

0.8 km (0.5 mi)

1.6 km (1 mi)

1.6 km (1 mi)

**

When flashing a single or double arrow(s), the lamp(s) nearest the arrow points shall not be illuminated.

Note:

Either rectangular or arrow shaped black background sign will be permitted.
General specifications for a type B flashing arrow sign are shown in the Federal MUTCD.
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913.13.1 Temporary Worksite Speed Limit Sign Assembly. The temporary
worksite speed limit sign assembly shall be an all-weather, self-contained unit designed
to display speed limit signs in accordance with the MUTCD and as shown on the plans.
The signs shall be installed on frangible posts or mounted on movable stands or trailers
in accordance with 910.14(f). The power source shall be capable of operating the strobe
lights, without service, for the period which the sign is in effect. An on/off switch will
be required.

SECTI ON 913, BEG N LI NE 2022, DELETE AND | NSERT AS FOLLOWS:
Type | tape shall be prequalified for use. ard—each Each manufacturer shall

provide the

Procurement—and—Distribution Operations Support Division with samples for field

evaluation. The Department

will maintain a list of approved type | tape.

SECTI ON 913, BEG N LI NE 2073, DELETE AS FOLLOAS:
A steel wool abrasion test shall be performed by forming a 25 mm (1 in.)
diameter flat pad using No. 3 coarse steel wool in—accordance—with—Federal

SpecHicationFF 1825, The steel wool pad shall be placed on the reflector lens, a
load of 22.7 kg (50 Ibs) shall be applied, and the entire lens surface shall be rubbed 100

times.

SECTI ON 913, LINE 2081F, DELETE AND | NSERT AS FOLLOWS:

HORIZONTAL INCIDENT MINIMUM REFLECTIVE
ANGLE INTENSITY
OE 0.279 cd/Ix
(3.0 Candlepower/footcandle)
20E 0.1115 cd/Ix
(32 1.2 Candlepower/footcandle)

SECTI ON 913, BEGI N LI NE 4144, DELETE AS FOLLOWE:

fer—Uee—m%h—UndeFdrmne A manufacturer requestlng that a geotextlle be added to the
approved list, shall provide a certification documenting compliance with the above
requirements and a sample to the Materials and Tests Division. The certification shall
be
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