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INDIANA DEPARTMENT OF TRANSPORTATION 
REVISIONS TO THE 

2010 STANDARD SPECIFICATIONS 
 

EFFECTIVE 
 SEPTEMBER 1, 2011 

 

SECTION LINE TITLE 
DATE REVISED 

(Standards 
Committee Meeting) 

101.01 Various Abbreviations Editorial 
101.07 146 Calendar Day Business Day Editorial 
101.08 149 Blank Calendar Day Editorial 
101.06.1 143 Business Day Editorial 
101.17 198 Department Commissioner Editorial 
101.17(a) 202 Materials and Test Divisions Editorial 
101.17(b) 206 Contract Services Section Editorial 
101.17(c) 210 Logistical Support Center Editorial 
101.18 214 Commissioner Department Editorial 
101.26.1 277 Indianapolis Traffic Management Center Editorial 
101.59 436 Substantial Completion 03/18/2010 
101.74 509 Working Drawings 12/16/2010 
103.04 360 Insurance Editorial 
103.06(c) 521 Wage Stipulations Editorial 
104.07 544 Rights in and Use of Materials Found in the Project Site 09/16/2010 
105.02 18 Plans and Working Drawings 12/16/2010 
105.08(a) 211 Construction Engineering by the State 11/18/2010 
105.08(b) 241 Construction Engineering by the Contractor 11/18/2010 
106.01(a) 10 Approved or Prequalified Materials Editorial 
106.01(c) 82 Buy America Requirement 03/18/2010 
106.02 145 Samples, Tests, Cited Specifications Editorial 
107.10 389 Blank Archaeological Artifacts 09/16/2010 
108.08 323 Determination and Extension of Contract Time 02/19/2009 
108.08(d) 481 Concurrent Delays Editorial 
108.09 484 Failure to Complete on Time Editorial 
109.04(b) 338 CRI Formal Proposal Requirements 01/20/2011 
109.04(c) 501 Approval of Formal CRI Proposal 01/20/2011 
109.04(i) 606 Basis of Payment 01/20/2011 
109.05.1(f) 808 Pavement Traffic Markings, PTM 01/21/2010 
109.05.02(b) 892 Blank Editorial 
113.02(a) 21 Meeting Room Editorial 
202.02 43 General Requirements Editorial 
203.07 44 Class Y Excavation Editorial 
203.08 117 Borrow or Disposal 09/16/2010 
203.09 211 General Requirements 01/20/2011 
203.19 620 Embankment Over and Around Structures Editorial 
203.27(a) 930 Contract Quantity 10/21/2010 
204.03 30 Settlement Plates Editorial 
206.08 139 Preparation of Foundation Surfaces 01/20/2011 
206.09 186 Cofferdams and Temporary Construction Dikes 12/16/2010 
206.11(b) 430 Bridges Editorial 
207.02 10 Materials 04/15/2010 
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SECTION LINE TITLE 
DATE REVISED 

(Standards 
Committee Meeting) 

207.03 26 General Requirements 04/15/2010 
12/16/2010 

207.04 82 Subgrade Treatments 01/21/2010 
04/15/2010 

207.06 157 Basis of Payment 01/21/2010 
211.09 173 Method of Measurement 10/21/2010 
211.10 218 Basis of Payment 10/21/2010 
211.03.1 112 Structure Backfill Types 02/17/2011 
211.04 132 Compaction Editorial 
211.09 173 Method of Measurements 10/21/2010 
211.10 206 Basis of Payment 10/21/2010 
212.01 4 Description Editorial 
213.08 152 Method of Measurement 10/21/2010 
213.09 174 Basis of Payment 10/21/2010 
215 1 CHEMICAL MODIFICATION OF SOILS 04/15/2010 
216.11 84 Method of Measurement 10/21/2010 
301.03 16 Preparation of Subgrade 04/15/2010 
301.05 30 Spreading 04/15/2010 
303.03 18 Preparation of Subgrade 04/15/2010 
303.05 38 Spreading 04/15/2010 
306.02 9 General 04/15/2010 
401.04 47 Design Mix Formula 04/16/2009 

401.05 59 Volumetric Mix Design 
04/16/2009 
06/17/2010 
10/21/2010 

401.06 118 Recycled Materials 12/17/2009 
06/17/2010 

401.08 162 Job Mix Formula 04/16/2009 
401.09 180 Acceptance of Mixtures 10/21/2010 
401.16 392 Density 10/21/2010 
401.18 405 Pavement Smoothness 11/19/2009 
401.19(a) 493 Dense Graded Mixture > One Lot 12/17/2009 
401.19(c) 578 Smoothness 11/19/2009 
401.20 622 Appeals 04/16/2009 
401.20(a) 638 MSG 10/21/2010 
402.02 10 Quality Control Editorial 
402.03 18 Materials 12/17/2009 

402.04 40 Design Mix Formula 
04/16/2009 
12/17/2009 
06/17/2010 

402.07(c) 87 Composition Limits for Temporary HMA Mixtures 12/17/2009 
402.08 102 Recycled Materials 12/17/2009 
402.16 351 Temperature Compaction Requirements 10/21/2010 
402.20 392 Basis of Payment 12/17/2009 
408.02 9 Materials 05/21/2009 
408.05 30 Routing and Filling Cracks and Joints 05/21/2009 

410.05 54 SMA Mix Design 04/16/2009 
10/21/2010 

410.06 93 Recycled Materials 12/17/2009 
410.09 143 Acceptance of Mixtures 10/21/2010 
410.16 313 Density 10/21/2010 



2012 Standard Specifications Page 3 
 

SECTION LINE TITLE 
DATE REVISED 

(Standards 
Committee Meeting) 

410.20 406 Appeals 04/16/2009 
410.20(a) 422 MSG 10/21/2010 
501.03 32 Materials Editorial 
501.25 368 Pavement Smoothness 12/17/2009 
501.28 562 Pay Factors 12/17/2009 
501.28(d) 543 Air Content 01/05/2007 
507.02 9, 16 Materials 05/21/2009 

Editorial 
507.03(a) 28 Routing, Cleaning and Sealing 05/21/2009 
507.03(b) 49 Cleaning and Filling 05/21/2009 
507.04 79, 95 Joints 09/16/2010 
601.02 19 Materials 06/17/2010 
601.07 154 Guardrail End Treatment 12/16/2010 

601.08 189 Impact Attenuators 09/16/2010 
12/16/2010 

601.13 253 Method of Measurement 09/16/2010 
601.14 276 Basis of Payment 09/16/2010 
605.02 10 Materials 03/18/2010 
606.03 32 Basis of Payment Editorial 

616.02 24 Materials 04/15/2010 
02/17/2011 

619.02 22 Materials 02/17/2011 
619.03(a) 43 Acceptance Testing DefinitionsTest Methods and 

Procedures 
02/17/2011 

619.03(b) 59 Testing ProcedureAcceptance Testing 02/17/2011 
619.03(c) 77 Test Methods and Procedures 02/17/2011 
619.07(a) 161 Pollution Control 02/17/2011 
619.08 293 Surface Preparation 02/17/2011 
619.08(h) 354 Power Tool Cleaning to Bare Metal 02/17/2011 
619.10 395 Painting 02/17/2011 
619.10(a) 414 Weather Limitations 02/17/2011 
619.10(e) 465 Application of Paint 02/17/2011 
619.11 516 Shop Painting 02/17/2011 
619.11(a) 539 Non-Weathering Steel 02/17/2011 
619.11(b) 539 Weathering Steel 02/17/2011 
619.12 540 Field Painting New Steel Bridge 02/17/2011 
619.13 564 Painting Existing Steel Bridges 02/17/2011 

619.14 579 Drain Castings Treatment 03/18/2010 
02/17/2011 

619.16 598 Bridge TypesBlank 02/17/2011 

619.17 613 Method of Measurement 03/18/2010 
02/17/2011 

619.18 640 Basis of Payment 02/17/2011 
619.18(b) 714 Prices Used in Pre-Established Remedies to Changed 

Conditions 
03/18/2010 

622.22 430 Basis of Payment Editorial 

628 1 
FIELD OFFICE, FIELD LABORATORY, COMPUTER 
SYSTEMS, AND OFFICE MACHINES AND 
COMMUNICATIONS 

12/16/2010 

628.04 421 Cellular Telephone/Radios 12/16/2010 
628.0405 421 Method of Measurement 12/16/2010 
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SECTION LINE TITLE 
DATE REVISED 

(Standards 
Committee Meeting) 

628.0506 441 Basis of Payment 12/16/2010 
701.02 16 Materials 02/17/2011 
701.05(b)1 395 Scheduling 02/17/2011 
701.08 567 Nominal Driving Resistance of Production Piles 02/17/2011 
701.09(a)2 649 Predrilling 02/17/2011 
701.11(a) 755 Steel Piles 02/17/2011 

701.15 832 Basis of Payment 05/21/2009 
02/17/2011 

702.02 25 Classes of Concrete 01/20/2011 
702.03 26 Materials 03/18/2010 
702.13(a) 582 Construction 01/20/2011 
702.13(h) 778 Test Beams 01/20/2011 
702.14 798 Falsework and Centering 12/16/2010 

Editorial 
702.27 1424 Method of Measurement 03/18/2010 

702.28 1434 Basis of Payment 03/18/2010 
01/20/2011 

703.06 55 Placing and Fastening 
10/21/2010 
11/18/2010 
01/20/2011 

704.02 9 Materials 03/18/2010 
701.05(b)3 439 Restrike 02/17/2011 
704.07 166 Method of Measurement 03/18/2010 
704.08 177, 185 Basis of Payment 03/18/2010 
705.05 41 Basis of Payment 03/18/2010 
706.02 10 Materials 02/17/2011 
706.03.104 76 Concrete Railing With Reinforced Concrete Moment Slab 02/17/2011 
706.0405 96 Steel Railings 02/17/2011 
706.0506 105 Method of Measurement 02/17/2011 
706.0607 127 Basis of Payment 02/17/2011 

707 1 PRECAST AND PRECAST PRESTRESSED CONCRETE 
STRUCTURAL MEMBERS 11/20/2008 

707.01 8 Description 02/17/2011 
707.02 10, 31 Materials 06/18/2009 

02/17/2011 
707.03 32 General Requirements 02/17/2011 
707.04 72 Steel and Concrete Requirements 11/18/2010 

02/17/2011 
707.05 187 Forms 02/17/2011 
707.06 201 Placing and Finishing Cement Concrete 02/17/2011 
707.07 229 Removal of Forms and Curing 02/17/2011 
707.08 288 Handling and Shipping 02/17/2011 
707.09 364 Placing Structural Members 06/18/2009 

02/17/2011 
707.10 366 Precast Prestressed Concrete Deck Panels 06/18/2009 

02/17/2011 
707.12 405 Basis of Payment 02/17/2011 
708 1 PNEUMATICALLY PLACED MORTAR Editorial 
709.04(b) 38 Epoxy Penetrating Sealers Editorial 
710 1 PATCHING CONCRETE STRUCTURES AND 

REPOINTING MASONRY IN STRUCTURES 
02/17/2011 
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SECTION LINE TITLE 
DATE REVISED 

(Standards 
Committee Meeting) 

711.02 16 Materials 02/17/2011 
711.05 89 ShopWorking Drawings 12/16/2010 
711.23 331 Reamed or Drilled Holes 12/16/2010 
711.48 729 Shop Cleaning and Storage of ASTM A 709 Grade 50W 

(ASTM A 709M Grade 345W) Weathering Steel 
02/17/2011 

711.60 880 Field Assembly of Steel 12/16/2010 
711.70 1107 Field Cleaning and Storage of ASTM A 709 Grade 50W 

(ASTM A 709M Grade 345W) Weathering Steel 
02/17/2011 

711.73(b) 1208 Unit Weight Basis 12/16/2010 
713.05 45 Temporary Approaches Temporary Pipe 02/17/2011 
713.06 63 MaintenanceTemporary Approaches 02/17/2011 
713.07 72 RemovalMaintenance 02/17/2011 
713.08 83 Method of MeasurementRemoval 02/17/2011 
713.09 93 Basis of PaymentMethod of Measurement 02/17/2011 
713.10 130 Basis of Payment 02/17/2011 
714 1 Reinforced Concrete Box Structures 04/15/2010 
714.01 03 Description 04/15/2010 

714.02 09 Materials  03/18/2010 
04/15/2010 

714.03 35 General Requirements 04/15/2010 
714.04 46 Design Requirements 04/15/2010 

02/17/2011 
714.04(a) 48 Box Sections Structure 04/15/2010 
714.04(b) 84 Precast Concrete Headwalls, and Wingwalls, and Footings 04/15/2010 
714.04(c) 129 Working Drawings 04/15/2010 
714.05 132 Erection Requirements Editorial 
714.05 147 Erection Requirements 04/15/2010 
714.06 154 Precast Concrete Headwalls, and Wingwalls, and Footings 04/15/2010 
714.06(b) 161 Wingwall Placement 04/15/2010 
714.06(c) 168 Wingwall Repairs 04/15/2010 
714.06(dc) 174 Sealing 04/15/2010 
714.07 180 Rejection 04/15/2010 
714.0709 180 Extension of Existing Structure 04/15/2010 
714.0709(a) 211 Precast Reinforced Concrete Box Section Structure 

Extension 
04/15/2010 

714.0709(b) 227 Cast-In-Place Concrete StructureExtension 04/15/2010 
714.08 231 Repair 04/15/2010 

714.0810 231 Precast Reinforced-Concrete Box Structure Section Joints 03/18/2010 
04/15/2010 

714.0911 245 Method of Measurement 04/15/2010 
02/17/2011 

714.1012 258 Basis of Payment 04/15/2010 
02/17/2011 

715.02 23 Materials 01/21/2010 
03/18/2010 

715.02(a) 38 Type 1 Pipe 01/21/2010 
715.02(b) 58 Type 2 Pipe 01/21/2010 
715.02(c) 74 Type 3 Pipe 01/21/2010 

715.02(d) 78 Type 4 Pipe 01/21/2010 
03/18/2010 

715.02(e) 92 Type 5 Pipe 01/21/2010 
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SECTION LINE TITLE 
DATE REVISED 

(Standards 
Committee Meeting) 

715.02(f) 108 Slotted Drain Pipe 01/21/2010 

715.02(g) 112 Slotted Vane Drain Pipe 01/21/2010 
03/18/2010 

715.02(h) 119 End Bent Drain Pipe 01/21/2010 
03/18/2010 

715.02(i) 124 Underdrain Outlet Pipe 01/21/2010 
715.02(j) 127 Grated Box End Sections 03/18/2010 
715.02(l) 156 Roadway Drain Casting Extensions 03/18/2010 
715.02(m) 156 Drainage Pipe through Concrete Masonry 03/18/2010 
715.02(n) 156 Bridge Deck Drain System 03/18/2010 
715.03 181 General Requirements 02/17/2011 
715.09 305 Backfilling 01/21/2010 
715.12 382 Pavement Replacement 03/18/2010 
715.13 401 Method of Measurement Editorial 

715.13 412 Method of Measurement 
01/21/2010 
03/18/2010 
10/21/2010 

715.14 463; 649 Basis of Payment 

01/21/2010 
03/18/2010 
10/21/2010 
02/17/2011 

716.02 9; 81 Materials 01/21/2010 
717.02 8 Materials 03/18/2010 
717.03 26 General Requirements Editorial 
717.07 126 Concrete Paved Inverts 03/18/2010 
717.08 132 Method of Measurement Editorial 
717.09 148 Basis of Payment 04/15/2010 

718.02 9 Materials 01/21/2010 
03/18/2010 

718.03 36 Pipe Installation 02/17/2011 
718.09 134 Method of Measurements 02/17/2011 
718.10 151 Basis of Payment 02/17/2011 
720.02 7 Materials 03/18/2010 
720.05 192 Method of MeasurementCapping Existing Structures 02/17/2011 
720.06 202 Basis of PaymentMethod of Measurement 02/17/2011 
720.07 202 Basis of Payment 02/17/2011 
722.15 559 Basis of Payment 06/17/2010 

723 1 REINFORCED CONCRETE THREE-SIDED DRAINAGE 
STRUCTURES 04/15/2010 

723.01 4 Description 04/15/2010 
723.02 18 Materials 04/15/2010 
723.03 57 Shop DrawingsGeneral Requirements 04/15/2010 
723.04 94 Design Requirements 04/15/2010 
723.04(a) 121 Placement of Reinforcement 04/15/2010 
723.04(b) 143 Splicing and Reinforcement 04/15/2010 
723.04(c)  Working Drawings 04/15/2010 
723.05 158 Manufacture 04/15/2010 
723.06 180 Marking 04/15/2010 
723.07 193 Testing 04/15/2010 
723.0806 245 Rejection 04/15/2010 
723.0907 260 Repairs 04/15/2010 
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SECTION LINE TITLE 
DATE REVISED 

(Standards 
Committee Meeting) 

723.1008 267 Trench Compaction 04/15/2010 
723.1109 275 Footings 04/15/2010 
723.12  Extension of Existing Structure 04/15/2010 
723.12(a)  Precast Reinforced Concrete Three-Sided Structure 

Extension 
04/15/2010 

723.12(b)  Cast-In-Place Concrete Three-Sided Structure Extension 04/15/2010 
723.1210 284 Pedestals 04/15/2010 
723.1311 289 Placement of Structure Sections and Wingwalls 04/15/2010 
723.1413 310 Sealing 04/15/2010 
723.1514 317 Joints 04/15/2010 
723.1615 340 Backfilling 04/15/2010 
723.1716 365 Scour Protection 04/15/2010 

02/17/2011 
723.1817 371 Method of Measurement 04/15/2010 

02/17/2011 
723.1918 379 Basis of Payment 04/15/2010 

02/17/2011 
724.02 28 Materials 12/16/2010 
724.03 47 General Requirements 12/16/2010 
725 1 SLIP LINING OF EXISTING PIPE 02/17/2011 
727 1 STRUCTURAL CONCRETE REPAIR BY EPOXY 02/17/2011 
728 1 BLANK 02/17/2011 
729 1 BLANK 02/17/2011 
730 1 BLANK 02/17/2011 
731 1 MECHANICALLY STABILIZED EARTH RETAINING 

WALLS 
02/17/2011 

732 1 BLANK 02/17/2011 
733 1 STEEL BIN-TYPE RETAINING WALL 02/17/2011 
734 1 PERMANENT EARTH RETENTION SYSTEM FOR CUT-

WALL APPLICATION 
02/17/2011 

735 1 TEMPORARY WIRE-FACED MECHANICALLY-
STABILIZED-EARTH RETAINING WALLS 

02/17/2011 

801.12(a) 601 Temporary Pavement Marking Methods 01/12/2010 
801.16(b) 818 Maintenance of Traffic for Mobile Operations 02/17/2011 
801.10.1 513 Construction Zone Energy Absorbing 12/16/2010 
802.04 48 ShopWorking Drawings 12/16/2010 
802.12 302 Basis of Payment 11/19/2009 
803.01 3 Description 12/16/2010 
805.03 97 General Requirements Editorial 
805.04 140 Pole Installation 12/16/2010 
807.02 10 Maintenance of Highway Illumination 12/16/2010 
807.03 39 Working Drawings 12/16/2010 
807.032 16 Materials 12/16/2010 
807.17 662 Pay Item and Installation Summary Sheets 12/16/2010 
808.02 12 Materials 01/21/2010 
808.03 25 General Requirements 01/21/2010 
808.07 131 Pavement marking material Application and Equipment 01/21/2010 
808.07(a) 142 Traffic paint 01/21/2010 
808.09 330 Warranty for Durable Pavement Marking Material 01/21/2010 
808.09.1 347 Extended Warranty for Preformed Plastic Pavement 

Marking 
01/21/2010 
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SECTION LINE TITLE 
DATE REVISED 

(Standards 
Committee Meeting) 

808.11(e) 427 Removal of Markers 01/21/2010 
808.13 510 Basis of Payment 01/21/2010 
901.09 608 Air CooledBlast Furnace Slag for Retaining Walls 02/17/2011 
901.10 608 Components of MSE Retaining Walls 02/17/2011 
902.01(a) 16 Performance Graded Asphalt Materials 06/17/2010 
902.02 149 Sampling and Testing Asphalt Materials 06/17/2010 
904.03(a) 210 Classifications of Aggregate 06/17/2010 
904.03(d)2 248 SMA Coarse Aggregate 06/17/2010 
904.03(f) 253 Sampling and Testing 06/17/2010 

904.05 320 Structure Backfill 12/17/2009 
06/17/2010 

904.06(c) 345 Exceptions to AASHTO T 27 For Coarse Aggregates 10/21/2010 
904.03(d)2  246 SMA Coarse Aggregate 06/17/2010 
906.02(a)4 78 Asphalt Rubber Sealant 09/16/2010 
906.02(a)54 101 Polychloroprene Joint Membrane and Adhesive 09/16/2010 
906.03 132 Joint MortarBlank 03/18/2010 
906.04 137 Rubber Type GasketsBlank 03/18/2010 
906.05 142 Bituminous Mastic Pipe Joint SealerBlank 03/18/2010 

906.06 161 Joint Membrane System for Precast Reinforced Concrete 
Box SectionBlank 03/18/2010 

907.05 72 Precast Reinforced Concrete Box Structure Sections 04/15/2010 
907.05(a) 81 Box 04/15/2010 
907.05(b) 81 Three-Sided 04/15/2010 

907.06 81 
Precast Reinforced Concrete Headwalls, and Wingwalls, 
Footings, and Spandrel Walls for Box Structure or Three-
Sided Structure 

04/15/2010 

907.07 106 BlankJoint Membrane System for Precast Reinforced 
Concrete Box 

03/18/2010 
04/15/2010 

907.10 120 BlankDrain Tile 03/18/2010 
907.11 122 Drain TileJoint Sealant 03/18/2010 
907.11(a) 128 Preformed Flexible Joint Sealants 03/18/2010 
907.11(b) 128 Bituminous Mastic Sealant 03/18/2010 
907.12 129 BlankJoint Mortar 03/18/2010 
907.13 131 BlankRubber Type Gaskets 03/18/2010 

907.16 137 PlasticThermoplastic Pipe Manufacturer Requirements 01/21/2010 
03/18/2010 

907.17 181 Corrugated Polyethylene Drainage Tubing 01/21/2010 
03/18/2010 

907.18 186 Perforated Polyvinyl Chloride Semicircular Pipe 01/21/2010 

907.19 198 Corrugated Polyethylene Pipe 01/21/2010 
03/18/2010 

907.20 204 Ribbed Polyethylene Pipe 01/21/2010 
03/18/2010 

907.21 209 Smooth Wall Polyethylene Pipe 
01/21/2010 
03/18/2010 
10/21/2010 

907.22 217 Profile Wall Polyvinyl Chloride Pipe 01/21/2010 
03/18/2010 

907.23 223 Smooth Wall Polyvinyl Chloride Pipe 01/21/2010 
03/18/2010 

907.24 231 Smooth Wall Pipe for Outlets 01/21/2010 
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SECTION LINE TITLE 
DATE REVISED 

(Standards 
Committee Meeting) 

03/18/2010 

907.25 242 Thermoplastic Liner Pipe Liners 01/21/2010 
02/17/2011 

907.25(a) 251 Solid Wall HDPE Liner Pipe Liner 
03/18/2010 
10/21/2010 
02/17/2011 

907.25(b) 261 Profile Wall HDPE Liner Pipe Liner 03/18/2010 
02/17/2011 

907.25(c) 267 Profile Wall PVC Liner Pipe Liner 03/18/2010 
02/17/2011 

907.26 272 Solvent Cements for Polyvinyl Chloride Pipe and Pipe 
Fittings 

01/21/2010 
03/18/2010 

907.27 276 Elastomeric Seals 01/21/2010 
03/18/2010 

907.28 281 Reinforced Thermosetting Resin Pipe and Pipe Fittings 03/18/2010 
908.09(a) 140 Steel Editorial 

908.14 216 Slotted Drain or Slotted Vane Drain Pipe 01/21/2010 
03/18/2010 

909.12 637 Epoxy Resin Additives for Injection into Concrete 02/17/2011 
910.01(b)2 26 Threaded Tie bar Assembly 02/17/2011 
910.01(b)7 81 Uncoated 7 Wire Strand for Prestressed Concrete 02/17/2011 
910.02 179 Structural Steel 02/17/2011 
910.07 459 BlankSteel Components of MSE Retaining Walls 03/18/2010 

02/17/2011 
910.07 459 Steel Drain PipeBlank 03/18/2010 
910.08  Steel Bin-Type Retaining-Wall Units 02/17/2011 
910.11 530 Guardrail Accessories, Fittings and Hardware 06/17/2010 
910.01(b)2 26 Threaded Tie Bar Assembly 10/21/2010 
910.02(f)2d 282 Certification 10/21/2010 
912.05 173 Foaming Agent 02/17/2011 
913.04 33 Lime 04/15/2010 
913.05 64 Cement By-Product 04/15/2010 
913.06 64 Bentonite Grout 02/17/2011 
914.01 11 Special topsoil for Roadside Development 03/18/2010 
916.02(g) 68 Buy America Requirement 03/18/2010 
916.03(a) 70 For Buy America Requirement 03/18/2010 
919.01(b) 81 Sheeting Material 11/19/2009 
920.01(b) 223 High Mast Standards of 80 ft (24.5) and over 04/15/2010 
920.01(g) 616 Shop Drawings 12/16/2010 
921 1 PAVEMENT MARKING MATERIALS 01/21/2010 
926.03 98 Alternate Material Guardrail Blocks 06/17/2010 
 


