
Minimum Center-to-Center Spacing  
Bar Size 

Unspliced Bars Spliced Bars 
#3 2 2¼ 
#4 2 2½ 
#5 2¼ 2¾ 
#6 2¼ 3 
#7 2½ 3¼ 
#8 2½ 3½ 
#9 3¼ 4 
#10 3½ 4½ 
#11 3¾ 5 
#14 4¼ n/a 
#18 5¾ n/a 

 
Note: Minimum spacing value, rounded up to the nearest 1/4 in., should be based on LRFD 

Specifications Articles 5.10.3.1.1 and 5.10.3.1.4.  The maximum size of coarse 
aggregate used in cast-in-place or precast concrete is 1 in. 
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