
AADTT (Trucks/Day) HMA Thickness Aggregate Thickness 
AADTT < 51 100 mm 200 mm 

51 ≤ AADTT < 510 175 mm 125 mm 
510 ≤ AADTT < 1700 250 ± 50 mm -- 
1700 ≤ AADTT < 5100 300 ± 50 mm -- 

AADTT ≥ 5100 350 ± 50 mm -- 
 
 

PRELIMINARY HMA PAVEMENT THICKNESS 
 

Figure 52-7A 
 

 


