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441 60 1 355 267 94 785 5.86 52 3 4654 

508 75 2 355 292 103 660 6.16 65 4 4895 

677 75 3 457 279 127 503 6.66 65 4 5295 

1153 90 4 610 305 186 050 7.82 78 5 6206 

 
 

ELASTOMERIC BEARING PAD TYPES, PROPERTIES, AND 
ALLOWABLE VALUES FOR AASHTO I-BEAMS 

 
Figure 67-4C 

 


