
Performance 
Criteria 

Maximum Value at 
End of Design Life 

Reliability 

Terminal IRI 
(in./mi) 

Freeway:  160 90% 
Arterial, Urban:  190 90% 
Arterial, Rural:  200 85% 
Collector, Urban:  190 80% 
Collector, Rural:  200 75% 
Local:  200 70% 

AC Bottom- 
Up Cracking, 
Alligator 
Cracking 
(% lane area) 

Freeway:  10 90% 
Arterial, Urban:  20 90% 
Arterial, Rural:  25 85% 
Collector, Urban:  30 80% 
Collector, Rural:  35 75% 
Local:  35 70% 

Permanent 
Deformation – 
AC only 
Pavement (in.) 

Freeway: 0.40 90% 
Arterial, Urban:  0.40 90% 
Arterial, Rural:  0.40 85% 
Collector, Urban:  0.40 80% 
Collector, Rural:  0.40 75% 
Local:  0.40 70% 

AC Thermal 
Fracture 
(ft/mi/lane) 

Freeway:  50 90% 
Arterial, Urban:  70 90% 
Arterial, Rural:  60 85% 
Collector, Urban:  70 75% 
Collector, Rural:  60 80% 
Local:  700 70% 
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