
AADTT (Trucks/Day) Thickness 
AADTT < 500 175 to 200 mm 

500 ≤ AADTT < 1500 215 to 250 mm 
1500 ≤ AADTT < 3000 265  to 300 in. 

AADTT ≥ 3000 315 to 375 in. 
 
 

PRELIMINARY PCCP PAVEMENT THICKNESS 
 

Figure 52-7B 
 

 


