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1091 90 T1 584 305 178 120 7.71 79 5 6115 

1402 104 T2 584 356 207 904 8.51 90 6 6750 

1166 140 T3 584 432 252 288 8.28 121 7 6384 

2039 157 T4 610 483 294 630 8.99 136 8 6929 

 
 

ELASTOMERIC BEARING PAD TYPES, PROPERTIES, AND 
ALLOWABLE VALUES FOR INDIANA BULB-TEE MEMBERS 

 
Figure 67-4E 

 
 


