
Performance 
Criteria 

Maximum Value at 
End of Design Life 

Reliability 

Terminal IRI 
(in./mi) 

Freeway:  160 90% 
Arterial, Urban:  190 90% 
Arterial, Rural:  200 85% 
Collector, Urban:  190 80% 
Collector, Rural:  200 75% 
Local:  200 70% 

Percent 
Transverse 
Slab Cracking 

Freeway:  10 90% 
Arterial, Urban:  10 90% 
Arterial, Rural:  10 85% 
Collector, Urban:  10 80% 
Collector, Rural:  10 75% 
Local:  10 70% 

Mean Joint 
Faulting (in.) 

Freeway:  0.15 90% 
Arterial, Urban:  0.20 90% 
Arterial, Rural:  0.22 85% 
Collector, Urban:  0.25 80% 
Collector, Rural:  0.25 75% 
Local:  0.25 70% 
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