SPECIFICATION CHANGES FOR MARCH 1, 2004 CD

Section Title Date

101.01 Abbreviations 5/22/03
105.17 Field Oftice 5/22/03
211.02 Materials 1/16/03
211.10 Basis of Payment 1/16/03
213 FLOWABLE MORTAR BACKFILL 1/16/03
302.06(a) Aggregate Separation Layers and Dense Graded Subbase 5/22/03
304.05 Widening 5/22/03
304.07 Basis of Payment 5/22/03
401.05 Volumetric Mix Design 5/22/03
401.08 Job Mix Formula 5/22/03
401.09 Acceptance of Mixtures 5/22/03
401.16 Density 5/22/03
401.18 Pavement Smoothness 5/22/03
401.19 Pay Facrtors 5/22/03
401.19(b) Density 5/22/03
401.19(¢c) Smoothness 5/22/03
402.04 Design Mix Formula 5/22/03
402.05 Volumetric Mix Design 5/22/03
402.06 Job Mix Formula 5/22/03
402.08 Recycled Materials 5/22/03
402.09 Acceptance of Mixtures 5/22/03
405.02 Asphalt Material 5/22/03
405.07 Application of Asphalt Material 5/22/03
406.02 Asphalt Material 5/22/03
409.02 Mixing Plant 5/22/03
409.02(a) Certified HMA Mixing Plant 5/22/03
409.02¢a) 1 Plant Inspection 5/22/03
409-02¢a)2 PropertonineSystems 5/22/03
409-02(a)3 Material Storage 5/22/03
409-02(a)3a Aggregates 5/22/03
409.02(a)3b Asphalt 5/22/03
409-02(4 Apgresate Feed System 5/22/03
409-02(a)5 Drier Unit 5/22/03
409-02(a)6 Dust-Collector 5/22/03
409-02(a)7 Mixing Unit 5/22/03
409.02(1)8 Mix Load-out Scales 5/22/03
409-024)9 Hot-Surge Bins 5/22/03
409-02(a10 Sampling Point Requirements 5/22/03
409.02(b) CMA Mixing Plant 5/22/03
3501.04 Concrete Mix Design 5/22/03
301.05 Concrete Mix Criferia 5/22/03
501.07 Lots and Sublots 5/22/03

Italic: new material added to specification book.
Non italic: revised text.
Overstrike: deleted-text-
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501.25 Pavement Smoothness 5/22/03
501.26 Pavement Thickness 5/22/03
501 26(a) PCCP Removal 5/22/03
501-26(b) PCCP NonPayment 5/22/03
SU-26te) PCCPR Thickness 5/22/03
501.28 AdjustmentPoints Pay Factors 5/22/03
501.28(a) Flexural Strength 5/22/03
501.28(a)1 Lots 5/22/03
501.28(a)2 Sublots 5/22/03
501.28(b) Air Content 5/22/03
501.28(b)1 Lots 5/22/03
501.28(b)2 Sublots 5/22/03
501.28(c) Thickness 5/22/03
501.28(d) Smoothness 5/22/03
501.31 Basis of Payment 5/22/03
502.03 Concrete Mix Design 5/22/03
502.04(b) High-Early Strength Concrete 5/22/03
502.20 Pavement Smoothness 5/22/03
502.21 Pavement Thickness 5/22/03
502.21(a) Sections 5/22/03
502.21(b) Average PCCP Thickness 5/22/03
502.21(bc) Adjusted Payment 5/22/03
502.21d) PCCP Non-Payment 5/22/03
502.21(de) PCCP Removal 5/22/03
502 2He) PCCP-Thickness 5/22/03
502.23 Basis of Payment 5/22/03
503.05 Sealing Cracks and Joints 5/22/03
503.07 Method of Measurement 5/22/03
503.08 Basis of Payment 5/22/03
504.03 Finishing 5/22/03
504.04(a) Liguid Membrane Forming Compounds 5/22/03
5006.02 Materials 5/22/03
506.03 Concrete Mix Design 5/22/03
5006.04 Concrete Mix Criteria 5/22/03
500.05 Trial Batch 5/22/03
506.06 Job Control 5/22/03
506.08 Job Control 5/22/03
506.08(a) Central Mixed Concrete 5/22/03
506.08(b) Shrink Mixed Concrete 5/22/03
506.08(c) Transit Mixed Concrete 5/22/03
506.09 Weather Limitations 5/22/03
5006.10 Placing Concrete 5/22/03
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506.10(a) Partial Depth 5/22/03
506.10(b) Full Depth 5/22/03
500.11 Opening to Trattic 5/22/03
603 FENCES 1/16/03
605.02 Materials 5/22/03
605.04(c) Proportioning and Placing 5/22/03
605.04(e) Joints 5/22/03
605-04() Integral Curb-Walk 5/22/03
605.06 Cement Concrete Center Curbing 5/22/03
605.09 Method of Measurement 5/22/03
605.10 Basis of Payment 5/22/03
609 Blank RREINFORCED CONCRETE BRIDGE APPROACHES 2/13/03
609.09 Finishing 5/22/03
610 SHUREACES-EOR APPROACHES AND CROSSOVERS 2/13/03
611 CROSSOVERS DRIVEWAYSAND MAILBOX INSTALLATIONS 2/13/03
702.22 Curing Concrete 3/14/03
702.22(a) Protective Covering Curing Methods 3/14/03
702.28 Basis of Payment 5/22/03
707.04(c) Concrete 2/13/03
707.08 Handling and Shipping 1/16/03
707.11 Basis of Payment 1/16/03
708.02 Materials 5/22/03
713.09 Basis of Payment 3/14/03
715.02 Materials 1/16/03
715.04 Laying Pipe 2/13/03
715.08 Backfilling 1/16/03
715.11 Method of Measurement 1/16/03
715.12 Basis of Payment 1/16/03
717.02 Materials 1/16/03
717.04 Backfill 1/16/03
717.08 Method of Measurement 1/16/03
717.09 Basis of Payment 1/16/03
719.02 Materials 1/16/03
719.07 Method of Measurement 1/16/03
719.08 Basis of Payment 1/16/03
720.03 General Requirements 5/22/03
720.06 Basis of Payment 5/22/03
722.02 Materials 1/16/03
725.02 Materials 1/16/03
725.03(b) Filling of Cavities Outside the Existing Pipe 1/16/03
725.05 Basis of Payment 1/16/03
801.04 Construction Signs 5/22/03

Italic: new material added to specification book.
Non italic: revised text.
Overstrike: deleted-text-
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801.15(c) Temporary Worksite Speed Limit Sign Assembly 2/13/03
801.18 Basis of Payment 5/22/03
802.07(b) Structural Frames 5/22/03
902 ASPHALT MATERIALS 5/22/03
904.01 Aggregates 5/22/03
904.04(d) Uniform Riprap 5/22/03
904.04(¢e) Sizes of Riprap 5/22/03
906.04 Rubber Type Gaskets 5/22/03
906.05 Bituminous Mastic Pipe Joint Sealer 5/22/03
906.05¢b) Detail Requirements 5/22/03
906.05¢¢)(b) Certification 5/22/03
906.05.1 Joint Membrane System for Precast Reinforced Concrete Box Sections 5/22/03
913.11(a)4 Galvanized Steel Lighting Standards 3/14/03
913.15(f)5g(2) | Roadway Loop Wire 3/14/03
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