VITRIFIED CLAY PIPE, EXTRA STRENGTH
HEIGHT OF COVER LIMITS (ft.)

DIAMETER MINIMUM MAXIMUM
(in) (tt) (ft.)
12 1.2 16.0
15 1.4 14.0
18 1.4 13.0
21 1.4 14.0
24 1.4 15.0
27 1.5 14.0
30 1.6 13.0
33 1.5 13.0
36 1.5 14.0
NOTE:

1. The tabulated cover depths shall be measured from the bottom
of the asphalt or concrete pavement to the top of the pipe.
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