
Joint Membrane 
(Apply to outside surfaces of 

top slab and both walls.) 

Surface Preparation and Primer 
(If req'd by joint membrane 

manufacturer.) 

Precast Reinforced 
Concrete Box 

Structure Section 
(Previously Placed) 

Direction of Construction 

5 1/2" Min. 5 1/2" Min. 

Pipe Joint Sealant 0 

Precast Reinforced 
Concrete Box 

Sructure Section 
(Incoming Segment) 

SECTION THROUGH TOP OF BOX STRUCTURE 

Precast Reinforced 
Concrete Box 

Structure Section 
(Previously Placed) 

Coarse Aggregate No. 8 

0 Pipe Joint Sealant Precast Reinforced 
Concrete Box 

Sructure Section 
(Incoming Segment) 

Aggregate Removal Q) 

SECTION THROUGH BOTTOM OF BOX STRUCTURE 

NOTES: 

1. Structure sections shall be brought into firm contact during installation. 

0 Apply to top and side joints of previously placed structure section, and 
bottom joint of incoming structure section. Quantity shall be per 
precast manufacturer recommendations. 

G) Aggregate in front of the previously placed structure section shall be 
removed as shown to prevent plowing the aggregate into the structure 
section joint during installation of the incoming structure section. 
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