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400-R-680 QC/QA SAMPLING AND TESTING ON 401 AND 410 PAY ITEMS

(Revised 06-20-25)

	Each location shown in the table below that has a quantity less than 300 t per item number will be accepted by a Type D certification in accordance with 402.09. Compaction of mixtures at locations shown in the table below that have an original contract pay item quantity less than 300 t per item number shall be in accordance with 402.15, except rollers shall not be operated in vibratory mode for mixtures in accordance with 410.

Each surface course shown in the table below that has a quantity less than 300 t per pay item number shall have joint adhesive applied in accordance with 401.15(a), and VRAM in accordance with 401.15(b) will not be required. Intermediate courses of any quantity amount shall have joint adhesive applied in accordance with 401.15(a).
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