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 Specific material codes are not listed. Epoxy coated reinforcing and dowel bars are 
acceptable from a listed source. Use the applicable material code when reporting these 
materials. 
 
Source             Coater                                    Approval 
Code               Steel Manufacturer                         Number    Comments 
 
4941 ABC COATING COMPANY, MANTENO, IL 
  CMC STEEL SOUTH CAROLINA, CAYCE, SC----------- J989860 
 
4941 ABC COATING COMPANY, MANTENO, IL 
  NUCOR STEEL BIRMINGHAM, BIRMINGHAM, AL-------- J989818 
 
4941 ABC COATING COMPANY, MANTENO, IL 
  NUCOR STEEL KANKAKEE, BOURBONNAIS, IL--------- J989820 
 
4913 ABC COATING COMPANY, WYOMING, MI 
  NUCOR STEEL KANKAKEE, BOURBONNAIS, IL--------- J989902 
 
4913 ABC COATING COMPANY, WYOMING, MI  
  NUCOR STEEL MARION, MARION, OH---------------- J189904 
 
4913 ABC COATING COMPANY, WYOMING, MI 
  CMC STEEL TENNESSEE, KNOXVILLE, TN------------ J989904 
 
4913 ABC COATING COMPANY, WYOMING, MI 
  CMC STEEL TEXAS, SEGUIN, TX------------------- J989905 
 
4913 ABC COATING COMPANY, WYOMING, MI 
  CMC STEEL SOUTH CAROLINA, CAYCE, SC----------- J039955 
 
4930 ABC COATING COMPANY, ROSEVILLE, MN 
  CMC STEEL SOUTH CAROLINA, CAYCE, SC----------- J039995 
 
4918 ABC COATING COMPANY, TULSA, OK 
  CMC STEEL TEXAS, SEGUIN, TX------------------ J989961 
 
4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  ALTON STEEL, ALTON, IL------------------------ J049903 
 
4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  CMC STEEL FLORIDA, JACKSONVILLE, FL---------- J989947 
 
4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  CMC STEEL NEW JERSEY, SAYREVILLE, NJ--------- J989966 
 
4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  CMC STEEL SOUTH CAROLINA, CAYCE, SC----------- J989969 
 
4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  CMC STEEL TEXAS, SEGUIN, TX------------------- J989970 
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4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  CMC STEEL TENNESSEE, KNOXVILLE, TN------------ J989948 
 
4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  GERDAU AMERISTEEL, CHARLOTTE, NC-------------- J989946 
 
4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  NUCOR STEEL BIRMINGHAM, BIRMINGHAM, AL------- J989956 
 
4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  NUCOR STEEL KANKAKEE, BOURBONNAIS, IL-------- J989958 
 
4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  NUCOR STEEL MARION, MARION, OH--------------- J989960 
 
4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  NUCOR STEEL SEATTLE, SEATTLE, WA-------------- J989959 
 
4921 AMERICAN HIGHWAY, KANKAKEE, IL 
  NUCOR STEEL SOUTH CAROLINA, DARLINGTON, SC---- J989968 
 
4934 B. L. DOWNEY COMPANY, LLC, BROADVIEW, IL 
  OPTIMUS STEEL, VIDOR, TX---------------------- J119908   COILED REBAR 
    ONLY 
4934 B. L. DOWNEY COMPANY, LLC, BROADVIEW, IL 
  NUCOR STEEL KANKAKEE, BOURBONNAIS, IL -------- J119911 
 
4934 B.L. DOWNEY COMPANY, LLC BROADVIEW, IL 
  INSTEEL, UPPER SANDUSKY, OH------------------- J149701 
 
4919 CMC COATING, KNOXVILLE, TN 
  GERDAU AMERISTEEL, CHARLOTTE, NC-------------- J989972 
 
4919 CMC COATING, KNOXVILLE, TN 
  CMC STEEL FLORIDA, JACKSONVILLE, FL----------- J989973 
 
4919 CMC COATING, KNOXVILLE, TN 
  CMC STEEL TENNESSEE, KNOXVILLE, TN------------ J989974 
 
4916 CMC COATING, SAYREVILLE, NJ 
  CMC STEEL NEW JERSEY, SAYREVILLE, NJ---------- J989941 
 
4922 CMC COATING OF NORTH CAROLINA, GASTONIA, NC 
  CMC STEEL SOUTH CAROLINA, CAYCE, SC----------- J999964 
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4924 CMC COATING OF COLORADO, BRIGHTON, CO 
  CMC STEEL TEXAS, SEGUIN, TX------------------- J009919 
 
4925 CMC COATING OF TEXAS, WAXAHACHIE, TX 
  CMC STEEL TEXAS, SEGUIN, TX------------------- J009929 
 
4927 CMC TOLTEC STEEL, KANKAKEE, IL 
  ALTON STEEL, ALTON, IL------------------------ J119916 
 
4927 CMC TOLTEC STEEL, KANKAKEE, IL 
  CMC STEEL KNOXVILLE, TN----------------------- J199704 
 
4927 CMC TOLTEC STEEL, KANKAKEE, IL 
  CMC STEEL SOUTH CAROLINA, CAYCE, SC----------- J199705 
 
4927 CMC TOLTEC STEEL, KANKAKEE, IL 
  NUCOR STEEL KANKAKEE, BOURBONNAIS, IL--------- J019921 
 
4927 CMC TOLTEC STEEL, KANKAKEE, IL 
  OPTIMUS STEEL, VIDOR, TX---------------------- J039998    COILED REBAR 
                                                             ONLY 
4927 CMC TOLTEC STEEL, KANKAKEE, IL 
  STEEL DYNAMICS, PITTSBORO, IN----------------- J159901 
 
4927 CMC TOLTEC STEEL, KANKAKEE, IL 
  NUCOR STEEL, BIRMINGHAM, AL------------------- J159902 
 
4945 CMT HIGHWAY,LLC, EAST MOLINE, IL 
  ALTON STEEL, ALTON IL------------------------- J219904 
 
4945 CMT HIGHWAY,LLC, EAST MOLINE, IL 
  CMC STEEL SOUTH CAROLINA, CAYCE, SC----------- J219905 
 
4945 CMT HIGHWAY,LLC, EAST MOLINE, IL 
  CMC STEEL TENNESSEE, KNOXVILLE, TN------------ J219906 
 
4945 CMT HIGHWAY,LLC, EAST MOLINE, IL 
  NUCOR STEEL, KANKAKEE, BOURBONNAIS, IL-------- J219907 
 
4943 CORROSION CONTROL INC., AUBURN, NY 
  NUCOR STEEL, AUBURN, AUBURN, NY--------------- J249904 
 
4905 MIDWEST PIPE & REBAR COATING, SCHERERVILLE, IN 
  ALTON STEEL CO, ALTON, IL--------------------- J009918 
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4905 MIDWEST PIPE & REBAR COATING, SCHERERVILLE, IN 
  GERDAU AMERISTEEL, CHARLOTTE, NC-------------- J119907 
 
4905 MIDWEST PIPE & REBAR COATING, SCHERERVILLE, IN 
  CMC STEEL TENNESSEE, KNOXVILLE, TN------------ J049900 
 
4905 MIDWEST PIPE & REBAR COATING, SCHERERVILLE, IN 
  CMC STEEL NEW JERSEY, SAYREVILLE, NJ---------- J019919 
 
4905 MIDWEST PIPE & REBAR COATING, SCHERERVILLE, IN 
  NUCOR STEEL MARION, MARION, OH---------------- J119904 
 
4905 MIDWEST PIPE & REBAR COATING, SCHERERVILLE, IN 
  NUCOR STEEL BIRMINGHAM, BIRMINGHAM, AL------- J989910 
 
4905 MIDWEST PIPE & REBAR COATING, SCHERERVILLE, IN 
  NUCOR STEEL JACKSON, FLOWOOD, MS-------------- J119912 
 
4905 MIDWEST PIPE & REBAR COATING, SCHERERVILLE, IN 
  NUCOR STEEL KANKAKEE, BOURBONNAIS, IL--------- J989911 
 
4905 MIDWEST PIPE & REBAR COATING, SCHERERVILLE, IN 
  STEEL DYNAMICS, PITTSBORO, IN----------------- J119905 
 
4905 MIDWEST PIPE & REBAR COATING, SCHERERVILLE, IN 
  CMC STEEL SOUTH CAROLINA, CAYCE, SC----------- J009917 
 
4932 NUCOR HARRIS REBAR MIDWEST, BOURBONNAIS, IL  
                NUCOR STEEL BIRMINGHAM, BIRMINGHAM, AL------- J149901 
 
4932 NUCOR HARRIS REBAR MIDWEST, BOURBONNAIS, IL  
                NUCOR STEEL KANKAKEE, BOURBONNAIS, IL-------- J099950 
 
4932 NUCOR HARRIS REBAR MIDWEST, BOURBONNAIS, IL  
                NUCOR STEEL JACKSON, FLOWOOD, MS------------- J149902 
 
4932 NUCOR HARRIS REBAR MIDWEST, BOURBONNAIS, IL  
                NUCOR STEEL TEXAS, JEWETT, TX---------------- J149903 
 
4932 NUCOR HARRIS REBAR MIDWEST, BOURBONNAIS, IL  
                NUCOR STEEL MARION, MARION, OH ---------------J149904 
 
4914 SIMCOTE INC, MARION, OH 
  NUCOR STEEL KANKAKEE, BOURBONNAIS, IL--------- J989921 
 
4914 SIMCOTE INC, MARION, OH 
  NUCOR STEEL MARION, MARION, OH---------------- J989922 
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4914 SIMCOTE INC, MARION, OH 
  CMC STEEL NEW JERSEY, SAYREVILLE, NJ---------- J189900 
 
4914 SIMCOTE INC, MARION, OH 
  OPTIMUS STEEL, VIDOR, TX---------------------- J039926      COILED REBAR 
                                                               ONLY 
4914 SIMCOTE INC, MARION, OH 
  CMC STEEL FLORIDA, JACKSONVILLE, FL--------------- J039901 
 
4914 SIMCOTE INC, MARION, OH 
  ROCKY MOUNTAIN STEEL MILLS, PUEBLO, CO-------- J039903      COILED REBAR 
                                                               ONLY 
4914 SIMCOTE INC, MARION, OH 
  CMC STEEL TENNESSEE, KNOXVILLE, TN------------ J989925 
 
4914 SIMCOTE INC, MARION, OH 
  STEEL DYNAMICS, PITTSBORO, IN----------------- J119914 
 
4914 SIMCOTE INC, MARION, OH 
  STEEL DYNAMICS, ROANOKE, VA------------------- J119915 
 
4914 SIMCOTE INC, MARION, OH 
  CMC STEEL SOUTH CAROLINA, CAYCE, SC----------- J039997 
 
4901 SIMCOTE INC, ST PAUL, MN 
  NUCOR STEEL KANKAKEE, BOURBONNAIS, IL--------- J219902 
 
4901 SIMCOTE INC, ST PAUL, MN 
  CMC STEEL TENNESSEE, KNOXVILLE, TN------------ J219903 
 
4942  SPRING CREEK BUILDING SUPPLY LLC, MINSTER, OH---------- J249900 
                CMC STEEL TENNESSEE, KNOXVILLE, TN 
 
4942  SPRING CREEK BUILDING SUPPLY LLC, MINSTER, OH---------- J249901 
                GERDAU AMERISTEEL, CHARLOTTE, NC 
 
4942  SPRING CREEK BUILDING SUPPLY LLC, MINSTER, OH---------- J249902 
                NUCOR STEEL MARION, MARION, OH 
 
4942  SPRING CREEK BUILDING SUPPLY LLC, MINSTER, OH---------- J249903 
                STEEL DYNAMICS, PITTSBORO, IN 
 
4955 STEEL SPECIALTIES OF MISSISSIPPI, PEARL, MS      
  OPTIMUS STEEL, VIDOR, TX---------------------- J169901      COILED REBAR 
                                                               ONLY 
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4955 STEEL SPECIALTIES OF MISSISSIPPI, PEARL, MS      
  NUCOR STEEL CONNECTICUT, WALLINGFORD, CT------ J169902      COILED REBAR 
                                                               ONLY 
4955 STEEL SPECIALTIES OF MISSISSIPPI, PEARL, MS   
  ROCKY MOUNTAIN STEEL MILLS, PUEBLO, CO-------- J169903      COILED REBAR 
                                                               ONLY      
4931 TITUSVILLE FABRICATORS INC., FRANKLIN, PA 
  CMC STEEL SOUTH CAROLINA, CAYCE, SC---------- J209901 
 
4931 TITUSVILLE FABRICATORS INC., FRANKLIN, PA 
  CMC STEEL SAYREVILLE, NEW JERSEY, NJ--------- J209902 
 
4931 TITUSVILLE FABRICATORS INC., FRANKLIN, PA 
  NUCOR STEEL AUBURN, AUBURN, NY--------------- J209903 
 
4931 TITUSVILLE FABRICATORS INC., FRANKLIN, PA 
  NUCOR STEEL MARION, MARION, OH--------------- J209904 
 
4917 WADY INDUSTRIES, INC, MAQUOKETA, IA 
  NUCOR STEEL KANKAKEE, BOURBONNAIS, IL-------- J989952 
 
4917 WADY INDUSTRIES, INC, MAQUOKETA, IA 
  ALTON STEEL, INC, ALTON, IL ----------------- J079950 
 


