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PCC CURING-SEALING MATERIALS 

 

Specification Reference:  702.22 & 912.02 SM Material Code: 912M00160 
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 Test results indicate that when the following materials are used in accordance with 

the manufacturer's recommendations, the curing-sealing material will be acceptable. 

 

 ******This list only applies for Contracts let prior to 09/01/23****** 

 

 

Source                Manufacturer                            Approval     Comments 

Code                   Product Name                           Number 

 

 

9601  CHEMMASTERS--------------------------------------- W048007  

 TEXTURE DOT 100% ACRYLIC EMULSION  

 

9529  TEXTURED COATINGS OF AMERICA, INC----------------- W028006  

 TEX-COTE XL 70 BRIDGE COTE WITH SILANE  

 

9603        W.R. MEADOWS, INC---------------------------------W218001 

   PENCURE OTC - ACRYLIC WITH SILANE 

 

 


