
INDOT Gsb list ChangeLog 

• All changes from the previous Gsb list will be highlighted in yellow on the latest Gsb list 
• All data will be presented in the following format: 

o Gsb/Absorption (Example: 2.600/1.50) 
• All values shown are HMA values – Concrete values can be viewed on the Gsb list 
• Contact Christa Phelps with questions regarding changes or to request older data at: 

o (317) 522-9689 or cphelps3@indot.in.gov 
 
 
2/18/20 

• 2621 – Mulzer Crushed Stone Cape Sandy 
o Added 10 Grit L 815-904 
o Added #8 L 815-904 
o Added #11 L 815-904 

 
2/18/20 

• 2540 – Mulzer Crushed Stone Charlestown 
o Added #24 sand L1&3 

 
2/19/20 

• 2642 – US AGG Springville 
o Added #8 L801-902 
o Added #11 L801-902 
o Added #24 sand L801-902 

2/25/20 
• 2524 – Rogers Group Sieboldt 

o Added #8 L4-8 
o Added #11 L4-8 
o Added #24 sand L4-8 

3/12/20 
• 2449 – US Aggregates - Lowell 

o Changed GSB value for #8 L4 to 2.690/1.17 
o Changed GSB value for #11 L4 to 2.687/1.32 
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